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Abstract 

To achieve fabrication and cost competitiveness in organic optoelectronic devices that 

include organic solar cells (OSCs) and organic light-emitting diodes (OLEDs), it is 

desirable to have one type of material that can simultaneously function as both the 

electron and hole transport layers (ETL and HTL) of the organic devices in all device 

architectures (i.e., normal and inverted architectures). We address this issue by 

proposing and demonstrating Cs intercalated metal oxides (with various Cs mole 

ratios) as both the ETL and HTL of an organic optoelectronic device with normal and 

inverted device architectures. Our results demonstrate that the new approach works 

well for widely used transition metal oxides of molybdenum oxide (MoOx) and 

vanadium oxide (V2Ox). Moreover, the Cs intercalated metal-oxide-based ETL and 
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HTL can be easily formed under the conditions of a room temperature, water-free and 

solution-based process. These conditions favor practical applications of OSCs and 

OLEDs. Notably, with the analyses of the Kelvin-Probe system, our approach of Cs 

intercalated metal oxides with a wide mole ratio range of transition metals (Mo or 

V):Cs from 1:0 to 1:0.75 can offer significant and continuous work function tuning as 

large as 1.31 eV for functioning as both an ETL and HTL. Consequently, our method 

of intercalated metal oxides can contribute to the emerging large-scale and low-cost 

organic optoelectronic devices. 

 

Keywords: metal oxides carrier transport layers, room-temperature solution process, 

organic solar cells, organic light-emitting diodes, normal and inverted device 

architectures. 

 

Introduction 

Organic solar cells (OSCs) and organic light-emitting diodes (OLEDs) have been 

recognized as attractive candidates for green energy applications. Substantial research 

progress concerning OSCs and OLEDs has been made in the areas of device 

fabrication, mechanism, morphology, interface and structure.
(1-3)

 For instance, OSCs 

with single and tandem heterojunction structures have been reported with efficiencies 

of approximately 10%,
(4, 5)

 which sets a new milestone for high-performance OSCs 

aimed at conquering the energy crises. OLEDs have been available in the commercial 

market and have achieved highly efficient performance of RGB (red-green-blue) color 
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and white light displays.
(6-8)

 

 

OSCs and OLEDs with efficient and stable performance have been reported using 

different metal oxides as the electron (ETL) and hole (HTL) transport layers. Metal 

oxides with a high work function such as MoO3,
(9, 10)

 V2O5,
(11)

 WO3
(12, 13)

 and NiOx
(14, 

15)
 can function as HTLs in organic optoelectronic devices to address the degradation 

issue of poly(3,4-ethylenedioythiophene):poly(styrenesulfonate) (PEDOT:PSS)-based 

devices.
(16-18)

 Low-work-function metal oxides such as TiO2,
(19, 20)

 ZnO
(21-23)

 and 

SnOx
(24)

 with efficient electron extraction have been utilized as ETLs. Recently, 

solution-processed metal oxides such as MoO3, V2O5, TiO2, SnOx with new features 

of low-temperature and cost-effective processing methods have been developed to 

improve the availability of organic optoelectronics to the general public.
(24-30)

 

Moreover, for instance, Cs-doped TiO2, Cs-doped ZnO, Al-doped ZnO, Al-doped 

MoO3, and metal oxides incorporated with other functional elements have been 

developed to realize efficient carrier transport with other features of high conductivity, 

the carrier blocking effect and optical enhancement.
(31-38)

 These doped metal oxide 

interfacial layers require high temperature annealing or co-evaporation methods, and 

the film formation is usually limited to either normal or inverted device architecture 

only. 

 

In this paper, we propose to demonstrate that the Cs intercalated metal oxide (with 

different Cs mole ratio) can function as both an ETL and HTL. The metal oxides we 
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studied are molybdenum oxide (MoOx) and vanadium oxide (V2Ox), which are 

commonly used as HTLs only. In addition, we demonstrate that the Cs intercalated 

metal oxide can yield efficient performance and great adaptability in both normal and 

inverted device architectures of OSCs and OLEDs. Regarding the new approach in 

forming films of Cs intercalated metal oxides, it can be easily processed under the 

simple conditions of room temperature and a water-free and solution-based process, 

which distinguish this approach from vacuum thermal evaporation or temperature 

annealing processes. Consequently, the results demonstrate that the new approach can 

serve as a new and simple route for the emerging technologies of low-cost and 

large-scale organic optoelectronic devices with normal and inverted device 

architectures. 

 

Materials and Methods 

1. Materials Synthesis and Preparation 

The synthesis of Cs intercalated and pristine MoOx and V2Ox are based on the 

molybdenum bronze solution and vanadium bronze solution.
(27, 29, 39, 40)

 Molybdenum 

powder and vanadium powder were purchased from Aladdin Industrial Inc. For the 

molybdenum bronze solution, 0.1 g molybdenum metal powder was dispersed into 10 

ml of ethanol using an ultrasound bath, followed by mixing 0.3 ml of hydrogen 

peroxide (H2O2) (30%). After 24 hours of reaction with a magnetic stirrer, the gray 

solution turned dark blue, which indicated the formation of hydrogen molybdenum 

bronzes (HxMoO3) in the solution. For the vanadium bronze solution, 0.1 g vanadium 
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metal powder was dispersed into 10 ml of ethanol using an ultrasound bath, followed 

by mixing 0.5 ml of hydrogen peroxide (30%). After 24 hours of reaction with a 

magnetic stirrer, the solution turned brown, which indicated the formation of 

hydrogen vanadium bronzes (HxV2O5) in the solution. The remaining solvents of the 

metal bronze solutions were vaporized in a dry box, after which the molybdenum and 

vanadium bronze were re-dissolved into ethanol with a concentration of 1 mg ml
-1

. 

For Cs intercalated metal oxides, Cs2CO3 powder was first dissolved in 

2-methoxyethanol at a high concentration of 10 mg ml
-1

. After synthesizing the 

molybdenum bronze and vanadium bronze solutions, the Cs2CO3 solution was added 

dropwise into metal bronze solutions with a calculated volume ratio to obtain a certain 

Cs intercalated mole ratio in the solutions. Finally, the Cs intercalated metal bronze 

solutions were diluted to a total concentration of 1 mg ml
-1

 with ethanol. The 

solutions of Cs intercalated and pristine metal bronze are shown in Figure 1. Further 

details of the materials synthesis scheme as an additional description with products of 

each step can be found in Figure S1 in Supplementary information. 

 

2. Device Fabrication of OSCs and OLEDs 

2.1 OSCs with active layer of poly(3-hexylthiophene) (P3HT):[6,6]-phenyl 

C61-butyric acid methyl ester (PC61BM) 

The OSCs with normal structures of ITO/MoOx/P3HT:PC61BM/MoOx:Cs/Al and 

ITO/V2Ox/P3HT:PC61BM/V2Ox:Cs/Al were fabricated using the following procedures. 

The ITO/glass substrates were cleaned with detergent, acetone, ethanol, and 
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UV-ozone treatment for 15 minutes each. The sheet resistance of the ITO/glass was 

15 Ω 
-1

. For the HTLs, the MoOx and V2Ox films were formed by spin-coating the 

molybdenum bronze solution and vanadium bronze solution at 3000 rpm for 30 s at 

room temperature. The robust polymer blend of P3HT:PC61BM was prepared with a 

concentration ratio of 20 mg ml
-1

: 20 mg ml
-1

 in 1,2-dichlorobenzen (DCB). The 

active layer was fabricated by spin-coating the blended solution at 670 rpm for 30 s, 

followed by solvent annealing for 1 hour and thermal annealing at 120 °C for 10 

minutes in a glove box to form a 220 nm active layer. After the film formation, ETLs 

using the Cs intercalated metal oxides layers were formed by spin-coating the 

corresponding Cs intercalated metal bronze solution on the active layer at 3000 rpm 

for 40 s without further treatment. The top electrode of Al was thermally evaporated 

with a thickness of 100 nm with a mask with a 0.06 cm
2
 area. For inverted structure 

OSCs of ITO/MoOx:Cs/P3HT:PC61BM/MoOx/Ag and 

ITO/V2Ox:Cs/P3HT:PC61BM/V2Ox/Ag, the MoOx:Cs and V2Ox:Cs were formed on 

the ITO substrate, followed by the active layer formation. HTLs of MoOx and V2Ox 

were spin-coated on the active layer, and 100 nm Ag was evaporated onto the HTL 

metal oxides. The device size in this work is 0.06 cm
2
 unless specified otherwise. 

 

2.2 OSCs with active layer of 

poly[(((2-hexyldecyl)sulfonyl)-4,6-di(thiophen-2-yl)thieno[3,4-b]thiophene-2,6-di

yl)-alt-(4,8-bis((2-ethylhexyl)oxy)benzo[1,2-b:4,5-b']dithiophene-2,6-diyl)] 

(PBDTDTTT-S-T)
(41)

:[6,6]-phenyl C71-butyric acid methyl ester (PC71BM) 
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The OSCs with the normal structures of 

ITO/MoOx/PBDTDTTT-S-T:PC71BM/MoOx:Cs/Al and 

ITO/V2Ox/PBDTDTTT-S-T:PC71BM/V2Ox:Cs/Al were fabricated by preparing the 

blended solution of PBDTDTTT-S-T:PC71BM with a concentration of 8 mg ml
-1

:12 

mg ml
-1

 in chlorobenzene (CB) with an additive of 3% v/v 1,8-diiodooctane (DIO). 

The film formation of the HTLs and ETLs used the same procedure with the OSCs 

based on P3HT:PC61BM. The active layer was formed by spin-coating the prepared 

blended solution at 2500 rpm for 50 s with a thickness of 110 nm. Then, the active 

layer was placed into a vacuum chamber of ~10 Pa for 4 hours to remove the additive 

DIO. After the formation of Cs intercalated metal oxides, the top electrode of Al was 

evaporated with a shadow mask of 0.06 cm
2
 area and 100 nm thickness. The inverted 

structure OSCs of ITO/MoOx:Cs/PBDTDTTT-S-T:PC71BM/MoOx/Ag and 

ITO/V2Ox:Cs/PBDTDTTT-S-T:PC71BM/V2Ox/Ag were fabricated using the reverse 

sequence of the normal OSCs.  

 

2.3 OLEDs with active layer of 

poly[2-(4-(3’,7’-dimethyloctyloxy)-phenyl)-p-phenylene-vinylene] (P-PPV)
(42)

 

The light-emitting material of the P-PPV solution of 8 mg ml
-1

 in p-xylene was 

prepared. The active layer was formed by spin-coating the solution at 2000 rpm for 60 

s with a thickness of 80 nm. The formation of the HTLs and ETLs using MoOx (or 

V2Ox) and MoOx:Cs (or V2Ox:Cs) was performed using the same procedure for both 

the normal and inverted structure. Normal structure OLEDs of 
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ITO/MoOx(V2Ox)/P-PPV/MoOx:Cs(V2Ox:Cs)/Al and inverted OLEDs of 

ITO/MoOx:Cs(V2Ox:Cs)/P-PPV/MoOx(V2Ox)/Ag were fabricated in the study. 

 

3. Measurements and characterizations 

The work function of various Cs intercalated and pristine metal oxides were measured 

using a SKP5050 scanning Kelvin-probe system with a resolution 1-3 meV from KP 

Technology Ltd. The Kelvin-Probe measurement used a new layer of highly ordered 

pyrolytic graphite (HOPG) as a reference (4.6 eV) to calculate the absolute work 

function values of different carrier transport layers. The thicknesses of the Cs 

intercalated and pristine metal oxides were measured using Woollam spectroscopic 

ellipsometry. The OSCs were evaluated by illumination under an ABET AM 1.5 G 

solar simulator with a light intensity of 100 mW cm
-2

. The current density-voltage 

(J-V) characterizations of the OSCs were performed using a Keithley source meter. 

The incident photon-to-current conversion efficiency (IPCE) of different structure 

OSCs were measured using a home-built system with a Newport xenon lamp 

incorporated with an Acton monochromator, a pre-amplifier and a Stanford lock-in 

amplifier. For the OLED characterizations, the current density-voltage-luminance 

(J-V-L) and luminance efficiency-current density-luminance (LE-J-L) were tested 

using a Keithley source meter with a calibrated Si photodiode. The 

electroluminescence spectra were obtained under a driving current density of 100 mA 

cm
-2

 using an Oriel spectrometer integrated with a CCD (charge-coupled device). 
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Results and Discussion 

1. Electrical properties of Cs intercalated metal oxide for HTL and ETL 

The energy level alignment of interfacial layers with the active layer has great 

significance for the performance of OSCs.
(43, 44)

 Here, we use a Kelvin-probe system 

to investigate the work function of various Cs intercalation mole ratios of MoOx and 

V2Ox. The MoOx and V2Ox films formed on ITO/glass substrates exhibit work 

functions of 5.30 eV and 5.42 eV, respectively. By incorporating Cs into the metal 

oxides, the work function of the intercalated metal oxides exhibits a continuous 

modification with increasing Cs mole ratio. The work functions of the Cs intercalated 

and pristine metal oxides are listed in Table 1. Remarkably, the work function can be 

continuously tuned to as large as 1.14 eV for MoOx and 1.31 eV for V2Ox. Figure 2 

illustrates the work function tuning abilities of MoOx and V2Ox using the Cs 

intercalation method. 

 

In organic optoelectronic devices, for instance, the commonly used acceptor material 

PC61BM has the lowest unoccupied molecular orbital (LUMO) of 4.20 eV. With an 

intercalated mole ratio of 1:0.5, the work function of the Cs intercalated metal oxides 

will become similar to the LUMO of the acceptor, which indicates a good energy 

level alignment formed between the two layers.
(43)

 Because the pristine MoOx and 

V2Ox have high work functions of 5.30 eV and 5.42 eV, respectively, HTLs of 

pristine metal oxides can have ohmic contact with a P3HT highest occupied molecular 

orbital (HOMO) of 5.10 eV and PBDTDTTT-S-T HOMO of 5.04 eV.
(41)

 For both 
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normal and inverted structures, organic optoelectronic devices using Cs intercalated 

metal oxides as the ETL and pristine metal oxides as the HTL can exhibit good 

performance. The energy level of different materials and different device architectures 

used in this work are summarized and presented in Figure 3a and 3b. Details of the 

performance and characteristics of the devices are presented in the following 

discussion sections. 

 

The Kelvin-probe system measurements demonstrate that the work function of MoOx 

and V2Ox can be effectively modified using the Cs intercalation method. With this 

simple intercalation method, the continuous tuning ability of the work function of 

metal oxides to as large as 1.31 eV can be achieved. Thus, one metal oxide 

functioning as both the HTL and ETL through the transition of a high work function 

to a low work function can be achieved. In particular, room-temperature Cs 

intercalated metal oxides functioning as the electron transport layer are not realized 

only by the Cs2CO3 existing within the film. As indicated by a previous paper, the 

Cs2CO3 will be decomposed into Cs2O doped with Cs2O2 by thermal annealing 

process or thermal evaporation, which functions as an n-type semiconductor with 

more desirable electron transport properties.
(45)

 However, the performance of OSCs 

was not satisfied when using only room-temperature solution-processed Cs2CO3 as 

the ETL without annealing treatment. The J-V curves of inverted structure OSCs 

using room-temperature solution-processed Cs2CO3, MoOx:Cs and V2Ox:Cs working 

as ETLs are presented in Figure S2 in Supplementary information. The comparison 
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illustrates that the Cs intercalated metal oxide functioning as the ETL is achieved by 

the Cs intercalation process within the metal oxide rather than the existence of 

Cs2CO3. Consequently, Cs intercalated metal oxides exhibit a remarkable 

continuously work function tuning ability and adjustment of energy level favoring 

applications as both ETLs and HTLs in organic optoelectronic devices. 

 

2. Device performance of OSCs and OLEDs with Cs intercalated and pristine metal 

oxides as the ETL and HTL 

2.1 P3HT-based normal and inverted OSCs  

Both the normal and inverted structures of 

ITO/MoOx(V2Ox)/P3HT:PC61BM/MoOx:Cs(V2Ox:Cs)/Al and 

ITO/MoOx:Cs(V2Ox:Cs)/P3HT:PC61BM/MoOx(V2Ox)/Ag were fabricated to evaluate 

the performance of devices with different metal oxides. The thickness and Cs 

intercalated mole ratio optimizations of each carrier transport layer are given in Figure 

S3 and Figure S4 in Supplementary Information. The performance of the normal 

structure P3HT-based OSC using MoOx and Cs intercalated MoOx (optimized mole 

ratio Mo:Cs 1:0.5) exhibits a short-circuit current density (JSC) of 9.05 mA cm
-2

, 

open-circuit voltage (VOC) of 0.61 V, fill factor (FF) of 63.24% and power conversion 

efficiency (PCE) of 3.50%. The normal structure P3HT-based OSC using V2Ox and 

Cs intercalated V2Ox (optimized mole ratio V:Cs 1:0.5) exhibits a JSC of 9.41 mA cm
-2

, 

VOC of 0.61 V, FF of 62.54% and PCE of 3.59%. The inverted structure OSC using 

Cs intercalated MoOx and pristine MoOx exhibits a JSC of 9.24 mA cm
-2

, VOC of 0.60 
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V, FF of 57.65% and PCE of 3.20%. And the inverted structure OSC using Cs 

intercalated V2Ox and pristine V2Ox exhibits a JSC of 9.22 mA cm
-2

, VOC of 0.60 V, FF 

of 58.02% and PCE of 3.21%. The results of the different device performances are 

summarized in Table 2, and the J-V curves are presented in Figure 4. Based on the 

results, OSCs using Cs intercalated and pristine metal oxides exhibit comparable 

performance in both normal and inverted device structures. The corresponding Jdark-V 

and IPCE of OSCs with different structures are presented in Figure S5 and Figure S6 

in Supplementary Information. As references devices, OSCs without any ETL were 

also fabricated and measured. From the results summarized in Table S1 and Figure S7 

in Supplementary information, it can be observed that organic optoelectronic devices 

perform poorly without Cs intercalated metal oxides as the ETLs. 

 

2.2 PBDTDTTT-S-T based normal and inverted OSCs 

To demonstrate high-efficiency performance OSCs with the Cs intercalated and 

pristine metal oxides as the ETL and HTL, respectively, OSCs were fabricated using 

the low band gap polymer PBDTDTTT-S-T blended with PC71BM as the active layer. 

Both the normal and inverted structures of 

ITO/MoOx(V2Ox)/PBDTDTTT-S-T:PC71BM/MoOx:Cs(V2Ox:Cs)/Al and 

ITO/MoOx:Cs(V2Ox:Cs)/PBDTDTTT-S-T:PC71BM/ MoOx(V2Ox)/ Ag were studied. 

As shown in the Figure 5, the normal and inverted structures of the OSCs provide 

comparable performance as discussed below. The J-V characteristics are summarized 

in Table 3. The best performing PBDTDTTT-S-T based OSCs with the structure of 
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ITO/V2Ox/PBDTDTTT-S-T:PC71BM/V2Ox:Cs/Al exhibits a JSC of 16.29 mA cm
-2

, 

VOC of 0.68 V, FF of 67.21% and PCE of 7.44%, which is comparable to the 

characteristics of reported PBDTDTTT-S-T-based OSCs with the normal structure of 

ITO/PEDOT:PSS/active layer/Ca/Al as the HTL and ETL.
(41)

 This finding indicates 

the excellent electron and hole extraction abilities compared with the non-metal 

oxides carrier transport layers. Moreover, using Cs intercalated and pristine metal 

oxides as carrier transport layers, OSCs can be prepared with both normal and 

inverted structures. As demonstrated in Table 3, all the normal and inverted OSCs 

exhibit good performance. The slight reduction of performance could be explained by 

the effects of different morphology and phase separation conditions of OSCs with 

different structures.
(46, 47)

 As demonstrated in Figure S8 and Figure S9, the good 

Jdark-V and IPCE characteristics of OSCs using Cs intercalated and pristine metal 

oxides yield efficient performance with various structures of OSCs. The performances 

of reference OSCs without Cs intercalated metal oxides as the ETL are summarized in 

Table S1 and in Figure S7 in Supplementary information. 

 

2.3 P-PPV-based normal and inverted OLEDs  

OLEDs are also demonstrated with Cs intercalated and pristine metal oxides as the 

ETL and HTL. Normal and inverted structures of 

ITO/MoOx(V2Ox)/P-PPV/MoOx:Cs(V2Ox:Cs)/Al and 

ITO/MoOx:Cs(V2Ox:Cs)/P-PPV/MoOx(V2Ox)/Ag were fabricated with 80 nm 

thickness for the light-emitting layer. The J-V-L and LE-J-L characteristics of 
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different OLEDs are shown in Figure 6a and 6b. The normal structure OLED with 

MoOx-based carrier transport layers exhibits a turn-on voltage (VON) of 5.5 V and a 

maximum luminance (LMAX) of 23316 cd m
-2

 at 11.75 V, whereas the V2Ox-based 

normal structure OLED exhibits a VON of 5 V and LMAX of 30983 cd m
-2

 at 11.25 V. 

The inverted-structure OLEDs also exhibit comparable performance as the normal 

structures. For MoOx:Cs and MoOx, the inverted OLED exhibits a VON of 5.75 V and 

LMAX of 22316 cd m
-2

 at 11.75 V. For V2Ox:Cs and V2Ox, the inverted OLED exhibits 

a VON of 5.25 V and LMAX of 28533 cd m
-2

 at 11.5 V. The normalized 

electroluminescence spectra of OLEDs with different structures are shown in Figure 

S10 in Supplementary information. The results of the OLEDs with different structures 

indicate the good charge injection capabilities of Cs intercalated and pristine metal 

oxides. The reference devices characteristics of OLEDs without any ETL are shown 

in Figure S11 in Supplementary information. 

 

As a summary of organic optoelectronic devices, OSCs and OLEDs with Cs 

intercalated and pristine metal oxides using different active layers materials exhibit 

comparable device performance with different device architectures. Both the normal 

and inverted devices architectures exhibit good device performance. The results 

illustrate that Cs intercalated metal oxides offer a simple method to achieve a large 

continuous tuning of the work function and structure adaptability for organic 

optoelectronic devices. Consequently, the organic optoelectronic devices exhibit good 
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performance for both normal and inverted device architectures using Cs intercalated 

and pristine metal oxides as the ETL and HTL, respectively. 

 

Conclusions 

We have demonstrated a unified synthesis method for using Cs intercalated and 

pristine MoOx and V2Ox as ETLs and HTLs in OSCs and OLEDs. This method has 

the attractive features of being a room-temperature, solution-based and water-free 

process as well as producing high-quality interface layers in both normal and inverted 

device architectures. Kelvin-probe system measurement results indicate that the 

continuous variation of the work function can be over 1 eV for the Cs intercalated 

metal oxides. The comparable performances of OSCs and OLEDs with different 

devices structures demonstrate the great adaptability and insensitivity achieved using 

metal oxides with the incorporation of Cs. The performance of organic optoelectronic 

devices can be fully achieved without obvious barriers existing at the interface. This 

new approach can be used to simplify the fabrication procedures of OSCs and OLEDs 

and has great potential for the preparation of organic optoelectronic devices. 
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Tables and figures 

 

Table 1. Work function variation of metal oxides with different Cs intercalated mole 

ratios. 

Intercalated 

mole ratio 

(Metal:Cs) 

Work function (eV) 

MoOx:Cs V2Ox:Cs 

1:0 5.30 5.42 

1:0.07 5.06 5.12 

1:0.12 4.85 4.89 

1:0.25 4.56 4.51 

1:0.5 4.24 4.22 

1:0.75 4.16 4.11 

 

Table 2. Device performance parameters of P3HT-based OSCs with different 

structures. 

OSC structures 
JSC 

(mA cm
-2

) 

VOC 

(V) 

FF 

(%) 

PCE 

(%) 

MoOx/P3HT:PC61BM/MoOx:Cs 9.05 0.61 63.24 3.50 

V2Ox/P3HT:PC61BM/V2Ox:Cs 9.41 0.61 62.54 3.59 

MoOx:Cs/P3HT:PC61BM/MoOx 9.24 0.60 57.65 3.20 

V2Ox:Cs/P3HT:PC61BM/V2Ox 9.22 0.60 58.02 3.21 
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Table 3. Device performance parameters of low band gap polymer material 

PBDTDTTT-S-T-based OSCs with different structures. 

OSC structures 
JSC 

(mA cm
-2

) 

VOC 

(V) 

FF 

(%) 

PCE 

(%) 

MoOx/PBDTDTTT-S-T:PC71BM/MoOx:Cs 16.14 0.69 66.02 7.35 

V2Ox/PBDTDTTT-S-T:PC71BM/V2Ox:Cs 16.29 0.68 67.21 7.44 

MoOx:Cs/PBDTDTTT-S-T:PC71BM/MoOx 15.68 0.61 62.78 6.00 

V2Ox:Cs/PBDTDTTT-S-T:PC71BM/V2Ox 15.81 0.63 61.02 6.08 
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Figure 1. Photograph of pristine and Cs intercalated metal bronze solutions. 

 

 

Figure 2. The continuous work function variation of metal oxides using the Cs 

intercalation method with different intercalated mole ratios. 
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Figure 3. (a) Summary of energy levels of different materials in this work. (b) 

Schematic diagrams of normal and inverted structures of different organic 

optoelectronic devices. 
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Figure 4. Current density–voltage (J-V) characteristics of P3HT-based OSCs with 

different structures. 

 

 

Figure 5. Current density–voltage (J-V) characteristics of low band gap polymer 

material PBDTDTTT-S-T-based OSCs with different structures. 
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Figure 6. (a) Current density-voltage-luminance (J-V-L) and (b) luminance 

efficiency-current density-luminance (LE-J-L) characteristics of P-PPV-based OLEDs 

with different device structures. 
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